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PRODUCT BULLETIN 
GYPSUM PRODUCTS 

GYPSUM WALLBOARD 
1/2" MOISTURE GUARD 

Type X 

BULlETIN NO: B-40A 
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/>.PPROVAL~o . · __ . . cANCELs, B-40A 11 
;mKWM..~~~;?1?··h tiY A.s.r.M. c..6JO DATE: 10/22/64 lj 

~~~~~~~~~~-L------------~~~~-·----------~-------fl 
PRODUCING PLANT: Long BEJ~ch, Antioch, Seattle, Rosario, Delanco·, Jackson-

' . . ville 
1

J 

I! 

CORE FORMULA: (lbs;11SF). 

Board Stucco 

Paper Fiber 

Glass Fiber 

Starch 

Vermiculite Ore ' 
• 

ALS or AAS 

Lignin 

End Trim 
. 

Potassium Sulfate 
(in solution) 

Asphal t-Viax ~mulsio!1 
( Gallono;1.1SF) 

(S-l,S-2) 

(B-G-1) 
• 

(B-G-1) 

(.!M-BllA 

(RM-B28) 

(B-G-1) 

(B-G-1) 

(B-G-1} 

(B-G-1) 

(R.l-B2.A)· 
/ 

/ 

. 
1350-1550 

0-17 

0-1.5 

J-8-4.2 

7-10 

70-75 

4.5-5.5 

0-40 

5.5-6.5 

ll-18 

Not-e: Rotate inver:.tory 
emulsion ove:." 30 
line. 

of asnha.l t-w<.".x em·..l..i.sion. Do not use 
:iays Old without p1·e-testing on t~e board 
I 
I 

PAPER T:iiJERS: 

Face Paper: G::-een oolored Ma.'"lila 50-1/2" v:ide (RM-B-1 A, B, G) 

' 
Bac:t:: Pap:;r: Mois--':.ure Gua~ G!'ay Paper 47-l/4 11 wide (Ri,{-B-1, A, E, C) 

OPERATirJ3 S?rc:?ICATIC·~·~S: (!=!.efer to Product ~ulleting B-G-a f::>r General 
SJ:-ecii'ication) 

1. Slurry Slump, inclles 4-1/2 - 7 

2. Slui-ry Set-ting Ti::e, 1.1inutes 2 - 4 
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PRODUCT BULLETIN 
GYPSU:,! ?ROJ)UCTS · 

u ~ • 

OPERATING SPECIFICATIONS (Continued) 
' 

3. Wet Slur:ry Weight, Lbs./C.F, 

4. Wet Compressive Strength, psi 

5. Moisture Content at Take-Off 
(prong type,meter), percent • 

BULLETIN NO: 
DATE: 
PAGE: 

CANCELS: 
DATE: 

75-85 -
200-400 

15~20 

B-40A 
7/1/70 
2 of 3 

B-40A 
10-22-64 

PRODUCT SPECIFICATIONS: (Refer to Product Bulletin B-G-4 for General 
Specifications) 

Wet Weight, Lbs;MsF 

Dry Weight, Lbs;MsF 

E'1aporation Loss, Lbs;1i.sF 

Thickness, Average (inch) 
/ 

Thickness, Individual Reading (inch) 

Edges \ 

3050-3:350 

2000-2250 

1050-1150 

.41!0-.505 

Average 2150 

:':0.0101 from Average 

Tapered 

r 

Edge Hardness @ Take-O::.'f, max\ (inch) 

(inch) 

8 minimum, 18 maximum, 13 average 

End Peel Ar-ter Sawing, Ma.:dmunl, 

Flexuran Stre~gth, minimum 
Across Grain, lbs. 
Parallel 11 

Deflection at Break, ~inimum 
Across Grein, i~ch 
Parallel " 

Punch Test, Lbs. 

1'1-list Test, maximum split 
Face, inch 
Back, inch 

1/8 

140 
50 

0.30 
0.20 

700-900 

1/2 
1/2 

I 1/i 
I 

KG2001242 
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·PRODUCT BL'TJ,7TIN GYPSUM W.ALLBOARD ' ilULLETJN NO: B-40A 
GYPSlM PRCDUGTS 1/2" MOISTURE GUARD DAlE, 7/1/70 

'l'J-pe X PAGE: J of J 

APPROVAL~·;)' . / CANCELS: B-40A 

l~J,i(_ \!ij~;,~.r,t[~.t~ A.S.T.M. C-630 DATE: 10/22/64 
. 

--, 
' . '' -

I:EQDUCT ,:;]PECIFIGATIONS (continued) 
' ··. 

Hammer Loss, desigrams 
Individual Test, maximum 7.5 

Bond@ High Humidity, maximum peel 
Face, inch 1/2 
Back, inch . 1/2 

_Water Immersion Test, 2 Hours·, 
Weight Gain, percent, Max. 5.0 -{Water immersion test is made according to the 

procedure specified in A.S.T.M. G-473) 
' 

Surface Water absorptiGn Test 
Weight Gain after 2 hours, 
percent,. Ji.ax. 1.0 . Cobb Test per A.S'.T.M. C-630 

1/2" 
/ 

Null-A-Fire ~"X Moisture Guard 

Face .Prin~ing shall read: -----.. . 

Note: Do Not ust U .L. Bl.ll:.dling Tape on l/2'' Ty}x~ X Moisture Guard 
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